UKONCENTI: TENTO NAPRAVA BUDE ZARIZENI ZLATO PODLE IPC-6012. Tloustka musi byt
.050uM PRED NIKELEM 3-6UM.

MEZINARODNI DESKY MESICU MINIMUM .025 AVG, .020 MIN. DOLU NESMi BYT PLUSOVA

Baleni s bezbarvym prusvitnym bublinkovym filtrem, 25 PCS / sa¢kem, vlozte desikant do boku,
vlozte ukazatel vlhkosti na horni stranu

Struktura vrstev
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https://www.o-leading.com/cz/news/pcb-board-Printed-company-china-Printed-Circuit-Board-Manufacturer.html
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